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LIOR TEXTILE IND.LTD
DORA IND, ZONE, SHELOMI 2283200, ISRAEL

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Woven fabric

Sample Color : (A)olive
Retest : No

Proposed Care Instruction :

Sample Receiving Date : Feb 14, 2025 & Mar 07, 2025(confirm date)
Testing Period : Feb 14, 2025 – Mar 07, 2025
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Conclusion A Remark
Color Fastness To Perspiration PASS
Color Fastness To Washing PASS
Abrasion Resistance PASS

Remark(s) : PASS=Meet Client's Requirement

Signed for and on behalf of  
SGS-CSTC Standards Technical Services Co., Ltd. Nanjing Branch  
     

   

     
     
Bella Zhou (Account Executive)   
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Test Result

Color Fastness To Perspiration

(AATCC TM15-2021e;acid perspiration solution)

- Unit A Requirement
Change in Shade Grade 4.5 Min.4.0
Staining On Multi-fibre Stripe -
Acetate Grade 4.5 Min.4.0
Cotton Grade 4.5 Min.4.0
Nylon Grade 4.5 Min.4.0
Polyester Grade 4.5 Min.4.0
Acrylic Grade 4.5 Min.4.0
Wool Grade 4.5 Min.4.0

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best.

Color Fastness To Washing

(AATCC TM61-2013e(2020)e2;Test No. 3A)

- Unit A Requirement
Change in Shade Grade 4.0 Min.4.0
Staining On Multi-fibre Stripe -
Acetate Grade 4.5 Min.4.0
Cotton Grade 4.5 Min.4.0
Nylon Grade 4.5 Min.4.0
Polyester Grade 4.5 Min.4.0
Acrylic Grade 4.5 Min.4.0
Wool Grade 4.5 Min.4.0

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best.
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Abrasion Resistance

(ISO 12947-2:2016;Martindale Abrasion & Pilling Tester, Pressure: 9kPa)

As Received

- Unit A Requirement
The quoted result Rubs exceed 30000 Min.30000

Sample Photo

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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