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LIOR TEXTILE IND. LTD
DORA IND, ZONE. SHELOMI 2283200, ISRAEL

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SL32303353200101TX DATE: 2023-12-26 ISSUED BY 
SGS (Nanjing), ORIGINAL REPORT WILL BE INVALID FROM TODAY.UPDATED CLIENT INFORMATION.

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Woven fabric

Sample Color : (A)olive
Retest : No

Sample Receiving Date : Dec 20, 2023
Testing Period : Dec 20, 2023 - Dec 26, 2023
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Conclusion A Remark
Flammability Test PASS

Remark(s) : PASS=Meet Client's Requirement

Signed for and on behalf of  
SGS-CSTC Standards Technical Services Co., Ltd. Nanjing Branch  
     

   

     
     
Bella Zhou (Account Executive)   
 



Test Report SL32303353269101TX Date:December 29,2023   Page 2 of 3

Test Result

Flame Resistance of Textiles (Vertical Test)#
(ASTM D6413/D6413M-22)
(A)

Specimen Afterflame time(s) Afterglow time(s) Char length(mm) Melting or Dripping
Lengthwise

1 NIL NIL 90 N
2 NIL NIL 105 N
3 NIL NIL 90 N
4 NIL NIL 90 N
5 NIL NIL 96 N

Average NIL NIL 94 / 
Widthwise

1 NIL NIL 75 N
2 NIL NIL 87 N
3 NIL NIL 84 N
4 NIL NIL 81 N
5 NIL NIL 81 N

Average NIL NIL 82 / 
Remark:
Y: melting or dripping occurred.
N: melting or dripping didn’t occur.

Client's Requirement : Afterflame time＜2s, Average Char length＜100mm

#: This test was carried out by SGS-CSTC Changzhou lab.

Sample Photo

The statement of conformity in this test report is only based on measured values by the laboratory and does not 
take their uncertainties into consideration.

***End of Report***

A
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